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Graduierung und Bewertung von Diamanten, Farbedelsteinen & Schmuck

GUTACHTEN Nr.: 51208

Datum: 20.11.2020

EDELSTEINGUTACHTEN

Name des Steines Turmalin

Mineralname natirlicher Turmalin

MaRe (mm)

Schliffart und —-form

Dieses Bild dient nur der Identifikation und stellt nicht die
Originalgrofie bzw. die tatsachliche Farbe dar.

21,59 x 10,04 x 7,38

Achteck, facettiert

Gewicht (ct) 15,145  Oberteil 2 Facettenkrénze
Farbe multicolor: griin/gelb/orange (V1)  Unterteil 4 Facettenkranze
Finish/
Transparenz transparent Proportionen sehr gut / sehr gut
Reinheit sehr kleine Einschlusse (C)  Gesamtschliff sehr gut
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Bemerkungen

Zweck der Begutachtung:

Graduierung und

Ermittlung des Wiederbeschaffungswertes im Detail-/Einzelhandel

SCHATZWERT: € 3.200,--

in Worten: --dreitausendzweihundert--

Stampiglie und Unterschrift des Gutachters
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GEMOLOGICAL REPORT No. D-26141

DESCRIPTION

One faceted gemstone with rectangular emerald cut, green, yellow and
orange color, transparent.

Weight: 15,14 ct

Measurements: 21,42 x 9,85 % 7,25 mm

The gemstone is natural tri-color tourmaline (no indications of
enhancements) .

THE RESULTS OF THIS REPORT ARE BASED ON OBSERVATIONS AND MEASUREMENTS COLLECTED USING THE

FOLLOWING EQUIPMENT: STEREOSCOPIC MICROSCOPE, GEMOLOGICAL REFRACTOMETER, SPECTROSCOPE, 2 2 / 0 6 / 2 O 2 0
UVL AND UVS LAMP, RAMAN-PL, UV-VIS-NIR AND FTIR SPECTROMETERS AND MICROMETRIC GAUGES.

VARIANCES MAY EXIST IN MOUNTED GEMSTONES DUE TO THE SETTINGS.
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THE DESCRIPTIONS OF THE GEMS MAY DIFFER DEPENDING UPON WHEN, HOW AND BY WHOM THEY ARE
ANALYZED AND MAY VARY IN THE FUTURE AS A RESULT OF CHANGES AND IMPROVEMENTS IN TECHNIQUES
AND EQUIPMENT USED FOR ANALYSIS AND GRADING; THEREFORE, NEITHER IGE NOR ANY OF ITS EMPLOYEES
ARE RESPONSIBLE FOR ANY DISCREPANCY WHICH MAY RESULT FROM THE APPLICATION OF OTHER METHODS
OF ANALYSISANDGRADING.

THE IGE AND ITS EMPLOYEES ARE NOT LIABLE FOR ANY ECONOMIC LOSS, DAMAGE OR EXPENSE RESULTING
FROM ANY ERROR IN OR OMISSION FROM THIS REPORT OR FROM ISSUANCE OF OR USE OF THIS REPORT, EVEN IF
THE LOSS, DAMAGE OR ECONOMIC EXPENSE WAS CAUSED BY IGE OR ITS EMPLOYEES NEGLIGENCE (EXCEPT
FRAUD OR PROVEN MALFEASANCE). LIKEWISE, THE IGE AND ITS EMPLOYEES ARE NOT RESPONSIBLE FOR ANY

ERROR OR OMISSION FROM THISREPORT CAUSED BY THE ACTSOF OTHERS. CHIEF GEMOLOGIST

THE AUTHENTICITY OF THIS REPORT CAN BE CHECKEDON OUR WEBSITE: WWW.IGE.ORG/EREPORT Almudena Gémez Espada
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